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Engineering Index Properties

Marengo County, Alabama

NOTE: Absence of an entry indicates that the data were not estimated.
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
BaA:             |       |               |             |             |      |      |      |      |      |      |      |
 Bama------------|  0-11 |Fine sandy loam|CL-ML, SC,   |A-4          |   0  |   0  |95-100|85-100|70-95 |40-70 | 0-30 |NP-10
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 11-42 |Loam, sandy    |CL-ML, SC,   |A-4, A-6     |   0  |   0  |90-100|85-100|80-95 |36-70 |15-35 | 2-15
                 |       | clay loam     | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 42-65 |Loam, sandy    |CL, SC       |A-4, A-6     |   0  |   0  |85-100|80-100|80-95 |40-70 |20-40 | 8-18
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BaB:             |       |               |             |             |      |      |      |      |      |      |      |
 Bama------------|  0-7  |Fine sandy loam|CL-ML, SC,   |A-4          |   0  |   0  |95-100|85-100|70-95 |40-70 | 0-30 |NP-10
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  7-26 |Loam, sandy    |CL-ML, SC,   |A-4, A-6     |   0  |   0  |90-100|85-100|80-95 |36-70 |15-35 | 2-15
                 |       | clay loam     | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 26-65 |Loam, sandy    |CL, SC       |A-4, A-6     |   0  |   0  |85-100|80-100|80-95 |40-70 |20-40 | 8-18
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BbA:             |       |               |             |             |      |      |      |      |      |      |      |
 Bibb------------|  0-8  |Fine sandy loam|CL-ML, ML,   |A-2, A-4     |   0  | 0-5  |95-100|90-100|60-90 |30-60 | 0-25 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  8-65 |Sandy loam,    |CL-ML, ML,   |A-2, A-4     |   0  | 0-10 |60-100|50-100|40-100|30-90 | 0-30 |NP-7
                 |       | loam, silt    | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Iuka------------|  0-10 |Fine sandy loam|CL-ML, ML,   |A-2, A-4     |   0  |   0  |95-100|90-100|70-100|30-60 | 0-20 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 10-24 |Fine sandy     |CL-ML, ML,   |A-4          |   0  |   0  |95-100|85-100|65-100|36-75 | 0-30 |NP-7
                 |       | loam, loam,   | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 | 24-65 |Sandy loam,    |ML, SM       |A-2, A-4     |   0  |   0  |95-100|90-100|70-100|25-60 | 0-30 |NP-7
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BgB:             |       |               |             |             |      |      |      |      |      |      |      |
 Bigbee----------|  0-9  |Loamy sand     |SM           |A-2-4        |   0  |   0  | 100  |95-100|60-90 |15-30 | 0-14 |  NP
                 |  9-80 |Sand, fine sand|SM, SP-SM    |A-2-4, A-3   |   0  |   0  |85-100|85-100|50-75 | 5-20 | 0-14 |  NP
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
BnB:             |       |               |             |             |      |      |      |      |      |      |      |
 Bonneau---------|  0-21 |Loamy fine sand|SM           |A-2          |   0  |   0  | 100  | 100  |50-95 |15-35 | 0-14 |  NP
                 | 21-51 |Sandy loam,    |SC, SC-SM    |A-2, A-4, A-6|   0  |   0  | 100  | 100  |60-100|30-50 |21-40 | 4-21
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, fine    |             |             |      |      |      |      |      |      |      |
                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 | 51-65 |Sandy loam,    |CL, CL-ML,   |A-2, A-4, A-6|   0  |   0  | 100  | 100  |60-95 |25-60 |20-40 | 4-18
                 |       | sandy clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BoB:             |       |               |             |             |      |      |      |      |      |      |      |
 Boykin----------|  0-28 |Loamy fine sand|SC-SM, SM    |A-2-4, A-4   |   0  |   0  |97-100|95-100|75-98 |17-45 |16-25 |NP-5
                 | 28-80 |Fine sandy     |CL, SC       |A-4, A-6, A- |   0  |   0  |95-100|95-100|80-98 |36-55 |22-45 | 8-30
                 |       | loam, sandy   |             | 7-6         |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BpE:             |       |               |             |             |      |      |      |      |      |      |      |
 Boykin----------|  0-32 |Loamy fine sand|SC-SM, SM    |A-2-4, A-4   |   0  |   0  |97-100|95-100|75-98 |17-45 |16-25 |NP-5
                 | 32-65 |Fine sandy     |CL, SC       |A-4, A-6, A- |   0  |   0  |95-100|95-100|80-98 |36-55 |22-45 | 8-30
                 |       | loam, sandy   |             | 7-6         |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Wadley----------|  0-57 |Loamy fine sand|SM, SP-SM    |A-2          |   0  |   0  |98-100|95-100|75-100|10-40 | 0-14 |  NP
                 | 57-70 |Sandy loam,    |SC, SC-SM, SM|A-2, A-4, A-6|   0  |   0  | 100  |95-100|70-100|20-50 | 0-40 |NP-17
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BrC:             |       |               |             |             |      |      |      |      |      |      |      |
 Brantley--------|  0-10 |Fine sandy loam|CL-ML, ML,   |A-4          |   0  |   0  |95-100|95-100|95-100|36-55 | 0-30 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 10-41 |Clay, clay     |CL, ML       |A-7          |   0  |   0  |95-100|95-100|90-100|60-75 |41-50 |16-22
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 41-55 |Sandy clay     |CL, ML, SC,  |A-4, A-6     |   0  |   0  |95-100|95-100|80-100|36-70 |30-40 | 7-15
                 |       | loam, clay    | SM          |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 55-70 |Fine sandy     |ML, SC, SM   |A-2, A-4     |   0  |   0  |95-100|95-100|70-100|30-60 | 0-38 |NP-9
                 |       | loam, loamy   |             |             |      |      |      |      |      |      |      |
                 |       | fine sand,    |             |             |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
BrD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Brantley--------|  0-10 |Fine sandy loam|CL-ML, ML,   |A-4          |   0  |   0  |95-100|95-100|95-100|36-55 | 0-30 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 10-45 |Clay, clay     |CL, ML       |A-7          |   0  |   0  |95-100|95-100|90-100|60-75 |41-50 |16-22
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 45-65 |Fine sandy     |ML, SC, SM   |A-2, A-4     |   0  |   0  |95-100|95-100|70-100|30-60 | 0-38 |NP-9
                 |       | loam, loamy   |             |             |      |      |      |      |      |      |      |
                 |       | fine sand,    |             |             |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BsF2:            |       |               |             |             |      |      |      |      |      |      |      |
 Brantley--------|  0-7  |Fine sandy loam|CL-ML, ML,   |A-4          |   0  |   0  |95-100|95-100|95-100|36-55 | 0-30 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  7-35 |Clay, clay     |CL, ML       |A-7          |   0  |   0  |95-100|95-100|90-100|60-75 |41-50 |16-22
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 35-43 |Sandy clay     |CL, ML, SC,  |A-4, A-6     |   0  |   0  |95-100|95-100|80-100|36-70 |30-40 | 7-15
                 |       | loam, clay    | SM          |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 43-65 |Fine sandy     |ML, SC, SM   |A-2, A-4     |   0  |   0  |95-100|95-100|70-100|30-60 | 0-38 |NP-9
                 |       | loam, loamy   |             |             |      |      |      |      |      |      |      |
                 |       | fine sand,    |             |             |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Okeelala--------|  0-3  |Sandy loam     |SM           |A-2          | ---  | 0-5  |98-100|85-100|75-85 |20-35 | 0-14 |  NP
                 |  3-19 |Clay loam,     |CL, ML, SC,  |A-4, A-6     |   0  |   0  |98-100|85-100|80-96 |45-75 |23-38 | 7-16
                 |       | sandy clay    | SM          |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 19-65 |Loamy sand,    |SM, SP-SM    |A-2-4, A-3   |   0  |   0  |98-100|85-100|50-75 | 5-35 | 0-14 |  NP
                 |       | sand, fine    |             |             |      |      |      |      |      |      |      |
                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
CaA:             |       |               |             |             |      |      |      |      |      |      |      |
 Cahaba----------|  0-6  |Fine sandy loam|SM           |A-2-4, A-4   |   0  |   0  |95-100|95-100|65-90 |30-45 | 0-14 |  NP
                 |  6-47 |Sandy clay     |CL, SC       |A-4, A-6     |   0  |   0  |90-100|80-100|75-90 |40-75 |22-35 | 8-15
                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 47-90 |Sand, loamy    |SM, SP-SM    |A-2-4        |   0  |   0  |95-100|90-100|60-85 |10-35 | 0-14 |  NP
                 |       | sand, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
CbA:             |       |               |             |             |      |      |      |      |      |      |      |
 Cahaba----------|  0-7  |Fine sandy loam|SM           |A-2-4, A-4   |   0  |   0  |95-100|95-100|65-90 |30-45 | 0-14 |  NP
                 |  7-43 |Sandy clay     |CL, SC       |A-4, A-6     |   0  |   0  |90-100|80-100|75-90 |40-75 |22-35 | 8-15
                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 43-65 |Sand, loamy    |SM, SP-SM    |A-2-4        |   0  |   0  |95-100|90-100|60-85 |10-35 | 0-14 |  NP
                 |       | sand, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
CcB:             |       |               |             |             |      |      |      |      |      |      |      |
 Cahaba----------|  0-7  |Fine sandy loam|SM           |A-2-4, A-4   |   0  |   0  |95-100|95-100|65-90 |30-45 | 0-14 |  NP
                 |  7-36 |Sandy clay     |CL, SC       |A-4, A-6     |   0  |   0  |90-100|80-100|75-90 |40-75 |22-35 | 8-15
                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 36-65 |Sand, loamy    |SM, SP-SM    |A-2-4        |   0  |   0  |95-100|90-100|60-85 |10-35 | 0-14 |  NP
                 |       | sand, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
ChB:             |       |               |             |             |      |      |      |      |      |      |      |
 Chrysler--------|  0-6  |Fine sandy loam|ML, SM       |A-4          |   0  |   0  |95-100|95-100|70-100|40-75 | 0-30 |NP-7
                 |  6-42 |Silty clay     |CH, CL, MH,  |A-7          |   0  |   0  |95-100|95-100|90-100|85-100|45-70 |15-35
                 |       | loam, silty   | ML          |             |      |      |      |      |      |      |      |
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 | 42-65 |Stratified     |             |             |   0  |   0  |95-100|95-100|70-100|40-100| ---  | ---
                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Lenoir----------|  0-10 |Loam           |CL, CL-ML, ML|A-4          |   0  |   0  | 100  | 100  |85-98 |60-85 |20-35 | 3-10
                 | 10-80 |Clay, silty    |CH, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |85-99 |55-95 |40-65 |11-35
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
CoA:             |       |               |             |             |      |      |      |      |      |      |      |
 Consul----------|  0-6  |Clay           |CH, MH       |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|51-70 |23-40
                 |  6-52 |Clay           |CH, MH       |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |51-100|25-60
                 | 52-65 |Clay           |CH, MH       |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |51-100|25-60
                 |       |               |             |             |      |      |      |      |      |      |      |
DeD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Demopolis-------|  0-6  |Silty clay loam|CL, CL-ML    |A-4, A-6, A-7|   0  | 0-5  |85-100|75-90 |65-85 |50-80 |24-44 | 6-20
                 |  6-13 |Channery loam, |GC, GC-GM,   |A-1, A-2     | 0-3  | 0-5  |20-30 |15-25 |10-20 | 8-15 |18-38 | 4-14
                 |       | channery clay | GP-GC       |             |      |      |      |      |      |      |      |
                 |       | loam,         |             |             |      |      |      |      |      |      |      |
                 |       | extremely     |             |             |      |      |      |      |      |      |      |
                 |       | channery silty|             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 13-65 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
DuD:             |       |               |             |             |      |      |      |      |      |      |      |
 Demopolis-------|  0-5  |Silty clay loam|CL, CL-ML    |A-4, A-6, A-7|   0  | 0-5  |85-100|75-90 |65-85 |50-80 |24-44 | 6-20
                 |  5-11 |Channery loam, |GC, GC-GM,   |A-1, A-2     | 0-3  | 0-5  |20-30 |15-25 |10-20 | 8-15 |18-38 | 4-14
                 |       | channery clay | GP-GC       |             |      |      |      |      |      |      |      |
                 |       | loam,         |             |             |      |      |      |      |      |      |      |
                 |       | extremely     |             |             |      |      |      |      |      |      |      |
                 |       | channery silty|             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 11-60 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Urban Land------|  0-6  |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | 0-14 | ---
                 |       |               |             |             |      |      |      |      |      |      |      |
FnB:             |       |               |             |             |      |      |      |      |      |      |      |
 Faunsdale-------|  0-7  |Clay loam      |CH, CL       |A-7          |   0  |   0  |98-100|92-100|88-100|80-95 |44-56 |23-33
                 |  7-14 |Clay loam,     |CH           |A-7          |   0  |   0  |98-100|92-100|88-100|85-95 |51-76 |30-49
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 14-48 |Clay loam,     |CH           |A-7          |   0  |   0  |98-100|92-100|88-100|80-95 |51-76 |30-49
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 48-60 |Silty clay,    |CH           |A-7          |   0  |   0  |96-100|92-100|88-100|85-98 |56-76 |33-49
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
FnC:             |       |               |             |             |      |      |      |      |      |      |      |
 Faunsdale-------|  0-5  |Clay loam      |CH, CL       |A-7          |   0  |   0  |98-100|92-100|88-100|80-95 |44-56 |23-33
                 |  5-14 |Clay loam,     |CH           |A-7          |   0  |   0  |98-100|92-100|88-100|85-95 |51-76 |30-49
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 14-30 |Clay loam,     |CH           |A-7          |   0  |   0  |98-100|92-100|88-100|80-95 |51-76 |30-49
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 30-68 |Silty clay,    |CH           |A-7          |   0  |   0  |96-100|92-100|88-100|85-98 |56-76 |33-49
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 68-90 |Silty clay,    |CH           |A-7          |   0  |   0  |90-100|78-96 |75-90 |70-88 |56-76 |33-49
                 |       | clay, gravelly|             |             |      |      |      |      |      |      |      |
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
FsB:             |       |               |             |             |      |      |      |      |      |      |      |
 Freest----------|  0-8  |Fine sandy loam|CL, CL-ML,   |A-4          |   0  |   0  | 100  |95-100|60-90 |40-70 | 0-30 |NP-8
                 |       |               | ML, SM      |             |      |      |      |      |      |      |      |
                 |  8-24 |Loam, sandy    |CL           |A-4, A-6     |   0  |   0  | 100  |95-100|80-95 |55-75 |25-40 | 7-20
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 24-65 |Clay loam,     |CH, CL       |A-7          |   0  |   0  | 100  |95-100|90-100|80-95 |41-55 |20-30
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
GdE3:            |       |               |             |             |      |      |      |      |      |      |      |
 Gullied Land----|  0-60 |Variable       |             |             |   0  |   0  | ---  | ---  | ---  | ---  | 0-14 | ---
                 |       |               |             |             |      |      |      |      |      |      |      |
 Demopolis-------|  0-7  |Silty clay loam|CL, CL-ML    |A-4, A-6, A-7|   0  | 0-5  |85-100|75-90 |65-85 |50-80 |24-44 | 6-20
                 |  7-14 |Channery loam, |GC-GM, GP-GC,|A-1, A-2     | 0-3  | 0-5  |20-30 |15-25 |10-20 | 8-15 |18-38 | 4-14
                 |       | channery clay | GC          |             |      |      |      |      |      |      |      |
                 |       | loam,         |             |             |      |      |      |      |      |      |      |
                 |       | extremely     |             |             |      |      |      |      |      |      |      |
                 |       | channery silty|             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 14-60 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
HaB:             |       |               |             |             |      |      |      |      |      |      |      |
 Halso-----------|  0-7  |Fine sandy loam|ML, SM       |A-4          |   0  |   0  |95-100|95-100|70-100|40-70 | 0-20 |  NP
                 |  7-44 |Clay, silty    |MH, ML       |A-7          |   0  |   0  |95-100|95-100|90-100|80-98 |45-70 |15-35
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 44-65 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
HaD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Halso-----------|  0-4  |Fine sandy loam|ML, SM       |A-4          |   0  |   0  |95-100|95-100|70-100|40-70 | 0-20 |  NP
                 |  4-50 |Clay, silty    |MH, ML       |A-7          |   0  |   0  |95-100|95-100|90-100|80-98 |45-70 |15-35
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 50-65 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
HbA:             |       |               |             |             |      |      |      |      |      |      |      |
 Harleston-------|  0-14 |Sandy loam     |CL-ML, ML,   |A-2, A-4     |   0  |   0  |90-100|85-100|60-85 |30-55 | 0-25 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 14-48 |Sandy loam,    |CL, CL-ML,   |A-2, A-4     |   0  |   0  |90-100|85-100|60-95 |30-70 |20-30 | 5-10
                 |       | loam          | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 | 48-65 |Sandy loam,    |CL, CL-ML,   |A-2, A-4, A-6|   0  |   0  |90-100|85-100|60-95 |30-70 |20-35 | 5-13
                 |       | loam, sandy   | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Bigbee----------|  0-5  |Loamy sand     |SM           |A-2-4        |   0  |   0  | 100  |95-100|60-90 |15-30 | 0-14 |  NP
                 |  5-65 |Sand, fine sand|SM, SP-SM    |A-2-4, A-3   |   0  |   0  |85-100|85-100|50-75 | 5-20 | 0-14 |  NP



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
HoA:             |       |               |             |             |      |      |      |      |      |      |      |
 Houlka----------|  0-6  |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |80-95 |55-95 |45-55 |25-35
                 |  6-65 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|80-97 |52-75 |30-50
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
IzA:             |       |               |             |             |      |      |      |      |      |      |      |
 Izagora---------|  0-8  |Sandy loam     |CL-ML, ML,   |A-4          |   0  |   0  |95-100|95-100|70-95 |40-65 | 0-25 |NP-5
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  8-32 |Loam, clay     |CL           |A-4, A-6, A-7|   0  |   0  |95-100|95-100|85-100|60-95 |25-45 | 8-25
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 32-65 |Clay loam, clay|CH, CL       |A-6, A-7     |   0  |   0  |95-100|95-100|90-100|70-95 |35-60 |20-40
                 |       |               |             |             |      |      |      |      |      |      |      |
KpC:             |       |               |             |             |      |      |      |      |      |      |      |
 Kipling---------|  0-7  |Clay loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|85-95 |30-45 |15-25
                 |  7-41 |Silty clay,    |CH, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|85-95 |38-70 |22-45
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 41-65 |Clay, silty    |CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|75-95 |48-80 |26-50
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
KuC:             |       |               |             |             |      |      |      |      |      |      |      |
 Kipling---------|  0-3  |Clay loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|85-95 |30-45 |15-25
                 |  3-43 |Silty clay,    |CH, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|85-95 |38-70 |22-45
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 43-65 |Clay, silty    |CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|75-95 |48-80 |26-50
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Urban Land------|  0-6  |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | 0-14 | ---
                 |       |               |             |             |      |      |      |      |      |      |      |
LaA:             |       |               |             |             |      |      |      |      |      |      |      |
 Lucedale--------|  0-8  |Fine sandy loam|ML, SM       |A-2, A-4     |   0  |   0  | 100  |95-100|80-95 |25-65 | 0-30 |NP-3
                 |  8-65 |Sandy clay     |CL, CL-ML,   |A-2, A-4, A-6|   0  |   0  |95-100|95-100|80-100|30-75 |25-40 | 4-15
                 |       | loam, clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
LvB:             |       |               |             |             |      |      |      |      |      |      |      |
 Luverne---------|  0-4  |Sandy loam     |ML, SM       |A-2, A-4     | ---  | 0-5  |87-100|84-100|80-100|30-60 | 0-20 |  NP
                 |  4-28 |Clay loam,     |MH, ML       |A-4, A-5, A-7| ---  | 0-5  |95-100|90-100|85-100|50-95 |38-70 | 8-30
                 |       | sandy clay,   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 28-65 |Stratified     |ML, SM       |A-2, A-4, A- | ---  | 0-5  |90-100|85-100|70-100|25-65 |28-49 | 3-16
                 |       | loamy sand to |             | 6, A-7      |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
LvD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Luverne---------|  0-6  |Sandy loam     |ML, SM       |A-2, A-4     | ---  | 0-5  |87-100|84-100|80-100|30-60 | 0-20 |  NP
                 |  6-37 |Clay loam,     |MH, ML       |A-4, A-5, A-7| ---  | 0-5  |95-100|90-100|85-100|50-95 |38-70 | 8-30
                 |       | sandy clay,   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 37-65 |Stratified     |ML, SM       |A-2, A-4, A- | ---  | 0-5  |90-100|85-100|70-100|25-65 |28-49 | 3-16
                 |       | loamy sand to |             | 6, A-7      |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
MiA:             |       |               |             |             |      |      |      |      |      |      |      |
 Minter----------|  0-5  |Loam           |CL, CL-ML, ML|A-4, A-6     |   0  |   0  | 100  | 100  |80-100|65-95 |26-40 | 5-18
                 |  5-65 |Clay loam,     |CH, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|75-95 |37-59 |18-32
                 |       | silty clay,   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
MKA:             |       |               |             |             |      |      |      |      |      |      |      |
 Mooreville------|  0-6  |Fine sandy loam|CL, CL-ML,   |A-4          |   0  |   0  | 100  | 100  |80-100|40-85 |20-30 | 5-10
                 |       |               | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |  6-36 |Sandy clay     |CL, SC       |A-6, A-7     |   0  |   0  | 100  | 100  |80-95 |45-80 |28-50 |15-30
                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 36-65 |Loam, sandy    |CL, SC       |A-6, A-7     |   0  |   0  | 100  | 100  |80-95 |45-80 |28-50 |15-30
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Mantachie-------|  0-3  |Fine sandy loam|CL-ML, ML,   |A-4          | ---  | 0-5  |95-100|90-100|60-85 |40-60 | 0-20 |NP-5
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  3-65 |Loam, clay     |CL, CL-ML,   |A-4, A-6     | ---  | 0-5  |95-100|90-100|80-95 |45-80 |20-40 | 5-15
                 |       | loam, sandy   | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Kinston---------|  0-3  |Fine sandy loam|SC, SC-SM, SM|A-2, A-4     |   0  |   0  | 100  |98-100|55-100|25-49 |20-35 |NP-10
                 |  3-65 |Loam, clay     |CL           |A-4, A-6, A-7|   0  |   0  | 100  |95-100|75-100|60-95 |20-45 | 8-22
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
OkC:             |       |               |             |             |      |      |      |      |      |      |      |
 Oktibbeha-------|  0-4  |Clay loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|75-95 |32-50 |20-30
                 |  4-13 |Clay           |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|55-75 |35-50
                 | 13-45 |Clay           |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|55-75 |35-50
                 | 45-80 |Clay, silty    |CL           |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|42-65 |30-45
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
OtD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Oktibbeha-------|  0-2  |Clay           |CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|42-64 |30-40
                 |  2-20 |Clay           |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|55-75 |35-50
                 | 20-35 |Clay           |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|55-75 |35-50
                 | 35-65 |Clay, silty    |CL           |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|42-65 |30-45
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
Pt:              |       |               |             |             |      |      |      |      |      |      |      |
 Pits------------|  0-60 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | 0-14 | ---
                 |       |               |             |             |      |      |      |      |      |      |      |
Qu:              |       |               |             |             |      |      |      |      |      |      |      |
 Quarry----------|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | 0-14 | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
RvA:             |       |               |             |             |      |      |      |      |      |      |      |
 Riverview-------|  0-10 |Fine sandy loam|CL-ML, ML,   |A-2, A-4     |   0  |   0  |95-100|90-100|85-95 |30-60 | 0-20 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 10-56 |Sandy clay     |CL, CL-ML, ML|A-4, A-6     |   0  |   0  | 100  | 100  |90-100|60-95 |20-40 | 3-20
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 56-65 |Loamy fine     |SC-SM, SM    |A-2, A-4     |   0  |   0  | 100  | 100  |50-95 |15-45 | 0-20 |NP-7
                 |       | sand, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | loam, sand    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SaA:             |       |               |             |             |      |      |      |      |      |      |      |
 Savannah--------|  0-14 |Fine sandy loam|ML, SM       |A-2-4, A-4   |   0  |   0  |98-100|90-100|60-100|30-65 | 0-25 |NP-4
                 | 14-27 |Sandy clay     |CL, CL-ML, SC|A-4, A-6     |   0  |   0  |98-100|90-100|80-100|40-80 |23-40 | 7-19
                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 27-65 |Loam, clay     |CL, CL-ML, SC|A-2, A-4, A- |   0  |   0  |94-100|90-100|60-100|30-80 |23-43 | 7-19
                 |       | loam, sandy   |             | 6, A-7      |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
ScC2:            |       |               |             |             |      |      |      |      |      |      |      |
 Searcy----------|  0-11 |Fine sandy loam|CL-ML, ML, SM|A-2, A-4     |   0  |   0  |95-100|95-100|80-95 |30-75 | 0-30 |NP-7
                 | 11-31 |Clay, sandy    |CH, SC       |A-7          |   0  |   0  |95-100|95-100|90-100|60-75 |41-50 |15-22
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 31-65 |Clay, sandy    |CH, SC       |A-7          |   0  |   0  |95-100|95-100|90-100|60-90 |45-60 |20-35
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
SdC:             |       |               |             |             |      |      |      |      |      |      |      |
 Smithdale-------|  0-7  |Loamy sand     |SM           |A-2          |   0  |   0  | 100  |85-100|50-75 |15-30 | 0-14 |  NP
                 |  7-49 |Clay loam,     |CL, CL-ML,   |A-4, A-6     |   0  |   0  | 100  |85-100|80-96 |45-75 |23-38 | 7-16
                 |       | sandy clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 49-75 |Loam, sandy    |CL, ML, SC,  |A-4          |   0  |   0  | 100  |85-100|65-95 |36-70 | 0-30 |NP-10
                 |       | loam          | SM          |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SdD:             |       |               |             |             |      |      |      |      |      |      |      |
 Smithdale-------|  0-12 |Loamy sand     |SM           |A-2          |   0  |   0  | 100  |85-100|50-75 |15-30 | 0-14 |  NP
                 | 12-30 |Clay loam,     |CL, CL-ML,   |A-4, A-6     |   0  |   0  | 100  |85-100|80-96 |45-75 |23-38 | 7-16
                 |       | sandy clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 30-72 |Loam, sandy    |CL, ML, SC,  |A-4          |   0  |   0  | 100  |85-100|65-95 |36-70 | 0-30 |NP-10
                 |       | loam          | SM          |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SmF:             |       |               |             |             |      |      |      |      |      |      |      |
 Smithdale-------|  0-8  |Fine sandy loam|SC-SM, SM    |A-2, A-4     |   0  |   0  | 100  |85-100|60-95 |28-49 | 0-20 |NP-5
                 |  8-35 |Clay loam,     |CL, CL-ML,   |A-4, A-6     |   0  |   0  | 100  |85-100|80-96 |45-75 |23-38 | 7-16
                 |       | sandy clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 35-65 |Loam, sandy    |SM, CL, ML,  |A-4          |   0  |   0  | 100  |85-100|65-95 |36-70 | 0-30 |NP-10
                 |       | loam          | SC          |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Boykin----------|  0-35 |Loamy fine sand|SC-SM, SM    |A-2-4, A-4   |   0  |   0  |97-100|95-100|75-98 |17-45 |16-25 |NP-5
                 | 35-65 |Fine sandy     |CL, SC       |A-4, A-6, A- |   0  |   0  |95-100|95-100|80-98 |36-55 |22-45 | 8-30
                 |       | loam, sandy   |             | 7-6         |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Luverne---------|  0-9  |Sandy loam     |ML, SM       |A-2, A-4     | ---  | 0-5  |87-100|84-100|80-100|30-60 | 0-20 |  NP
                 |  9-28 |Clay loam,     |MH, ML       |A-4, A-5, A-7| ---  | 0-5  |95-100|90-100|85-100|50-95 |38-70 | 8-30
                 |       | sandy clay,   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 28-44 |Clay loam,     |MH, ML, SM   |A-4, A-5, A-7| ---  | 0-5  |95-100|85-100|85-100|36-76 |32-56 | 2-14
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 44-60 |Stratified     |ML, SM       |A-2, A-4, A- | ---  | 0-5  |90-100|85-100|70-100|25-65 |28-49 | 3-16
                 |       | loamy sand to |             | 6, A-7      |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
SnA:             |       |               |             |             |      |      |      |      |      |      |      |
 Steens----------|  0-13 |Fine sandy loam|CL-ML, ML,   |A-4          |   0  |   0  | 100  |90-100|70-85 |40-55 | 0-25 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 13-65 |Clay loam,     |CL, SC       |A-4, A-6     |   0  |   0  | 100  |90-100|80-95 |40-80 |22-40 | 8-20
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Yonges----------|  0-8  |Fine sandy loam|ML, SC-SM, SM|A-4          |   0  |   0  | 100  | 100  |70-85 |40-55 |15-30 |NP-7
                 |  8-65 |Fine sandy     |CL, ML, SC,  |A-4, A-6     |   0  |   0  | 100  | 100  |80-100|40-65 |20-40 | 3-22
                 |       | loam, sandy   | SM          |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Harleston-------|  0-13 |Fine sandy loam|CL-ML, ML,   |A-2, A-4     |   0  |   0  |90-100|85-100|60-85 |30-55 | 0-25 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 13-48 |Sandy loam,    |CL, CL-ML,   |A-2, A-4     |   0  |   0  |90-100|85-100|60-95 |30-70 |20-30 | 5-10
                 |       | loam          | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 | 48-65 |Sandy loam,    |CL, CL-ML,   |A-2, A-4, A-6|   0  |   0  |90-100|85-100|60-95 |30-70 |20-35 | 5-13
                 |       | loam, sandy   | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SrB:             |       |               |             |             |      |      |      |      |      |      |      |
 Subran----------|  0-7  |Loam           |CL, ML       |A-4, A-6     |   0  |   0  |95-100|95-100|80-95 |50-75 |25-38 | 9-16
                 |  7-48 |Clay loam, clay|CH, CL       |A-7          |   0  |   0  |95-100|95-100|85-100|45-90 |35-60 |16-40
                 | 48-65 |Clay loam,     |CH, CL       |A-7          |   0  |   0  |95-100|95-100|85-100|45-90 |35-60 |16-40
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
StA:             |       |               |             |             |      |      |      |      |      |      |      |
 Sucarnoochee----|  0-10 |Clay           |CH, CL, MH   |A-7          |   0  |   0  |98-100|95-100|90-100|85-95 |40-65 |15-35
                 | 10-18 |Silty clay,    |CH, CL, MH   |A-7          |   0  |   0  |98-100|95-100|90-100|85-98 |45-70 |20-40
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 18-65 |Silty clay,    |CH, MH       |A-7          |   0  |   0  |98-100|95-100|90-100|85-98 |50-80 |25-45
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SuE2:            |       |               |             |             |      |      |      |      |      |      |      |
 Sumter----------|  0-6  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  |90-100|85-100|80-98 |75-90 |35-50 |16-25
                 |  6-22 |Silty clay,    |CH, CL       |A-6, A-7     |   0  |   0  |85-100|78-98 |75-95 |75-95 |35-55 |16-32
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 22-60 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
SwB:             |       |               |             |             |      |      |      |      |      |      |      |
 Sumter----------|  0-5  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  |90-100|85-100|80-98 |75-90 |35-50 |16-25
                 |  5-31 |Silty clay,    |CH, CL       |A-6, A-7     |   0  |   0  |85-100|78-98 |75-95 |75-95 |35-55 |16-32
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 31-60 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Watsonia--------|  0-3  |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|42-64 |30-40
                 |  3-9  |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|65-85 |45-60
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |  9-17 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  |95-100|95-100|95-100|60-80 |40-60
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 17-60 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SwC2:            |       |               |             |             |      |      |      |      |      |      |      |
 Sumter----------|  0-8  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  |90-100|85-100|80-98 |75-90 |35-50 |16-25
                 |  8-28 |Silty clay,    |CH, CL       |A-6, A-7     |   0  |   0  |85-100|78-98 |75-95 |75-95 |35-55 |16-32
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 28-60 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Watsonia--------|  0-4  |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|42-64 |30-40
                 |  4-9  |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|65-85 |45-60
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |  9-17 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  |95-100|95-100|95-100|60-80 |40-60
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 17-60 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
TsA:             |       |               |             |             |      |      |      |      |      |      |      |
 Tuscumbia-------|  0-8  |Clay loam      |CL           |A-6, A-7-6   |   0  |   0  | 100  | 100  |80-95 |55-75 |30-45 |15-25
                 |  8-65 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |51-75 |30-50
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
UnA:             |       |               |             |             |      |      |      |      |      |      |      |
 Una-------------|  0-4  |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  |94-100|90-100|75-95 |41-65 |20-40
                 |  4-60 |Clay, silty    |CH, CL       |A-7          |   0  |   0  | 100  |94-100|90-100|75-95 |41-65 |20-40
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
Ur:              |       |               |             |             |      |      |      |      |      |      |      |
 Urban Land------|  0-6  |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | 0-14 | ---
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
UuB:             |       |               |             |             |      |      |      |      |      |      |      |
 Urbo------------|  0-8  |Silty clay loam|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |15-25
                 |  8-65 |Silty clay,    |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|80-98 |44-62 |20-36
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Mooreville------|  0-6  |Loam           |CL, CL-ML,   |A-4          |   0  |   0  | 100  | 100  |80-100|40-85 |20-30 | 5-10
                 |       |               | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |  6-48 |Sandy clay     |CL, SC       |A-6, A-7     |   0  |   0  | 100  | 100  |80-95 |45-80 |28-50 |15-30
                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 48-72 |Loam, sandy    |CL, SC       |A-6, A-7     |   0  |   0  | 100  | 100  |80-95 |45-80 |28-50 |15-30
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Una-------------|  0-3  |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  |94-100|90-100|75-95 |41-65 |20-40
                 |  3-60 |Clay, silty    |CH, CL       |A-7          |   0  |   0  | 100  |94-100|90-100|75-95 |41-65 |20-40
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
VdA:             |       |               |             |             |      |      |      |      |      |      |      |
 Vaiden----------|  0-4  |Silty clay     |CH, MH       |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|50-60 |20-30
                 |  4-38 |Clay           |CH, MH       |A-7          |   0  |   0  | 100  | 100  |95-100|85-100|50-90 |30-50
                 | 38-83 |Clay, silty    |CH           |A-7          |   0  |   0  |95-100|95-100|90-100|85-100|50-90 |30-52
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
WdD:             |       |               |             |             |      |      |      |      |      |      |      |
 Wadley----------|  0-57 |Loamy fine sand|SM, SP-SM    |A-2          |   0  |   0  |98-100|95-100|75-100|10-40 | 0-14 |  NP
                 | 57-80 |Sandy loam,    |SC, SC-SM, SM|A-2, A-4, A-6|   0  |   0  | 100  |95-100|70-100|20-50 | 0-40 |NP-17
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
WxB:             |       |               |             |             |      |      |      |      |      |      |      |
 Wilcox----------|  0-4  |Silty clay     |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|80-98 |50-70 |25-40
                 |  4-53 |Clay           |CH           |A-7          |   0  |   0  | 100  | 100  |90-100|75-98 |60-80 |39-55
                 | 53-65 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Marengo County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
WxD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Wilcox----------|  0-5  |Silty clay     |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|80-98 |50-70 |25-40
                 |  5-46 |Clay           |CH           |A-7          |   0  |   0  | 100  | 100  |90-100|75-98 |60-80 |39-55
                 | 46-65 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
YoA:             |       |               |             |             |      |      |      |      |      |      |      |
 Yonges----------|  0-7  |Fine sandy loam|ML, SC-SM, SM|A-4          |   0  |   0  | 100  | 100  |70-85 |40-55 | 0-30 |NP-7
                 |  7-30 |Sandy clay     |CL, CL-ML,   |A-4, A-6, A-7|   0  |   0  | 100  | 100  |95-100|40-70 |20-45 | 6-28
                 |       | loam, clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 30-54 |Fine sandy     |ML, SC, SM,  |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|40-65 |20-40 | 3-22
                 |       | loam, sandy   | CL          |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 54-65 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______


